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Mobilgard ™ 540
ExxonMobil Marine , South Korea
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UT @ 15 °C, g/ml, ASTM D4052 0.919
Q1 3t&, Cleveland Open Cup, °C, ASTM D92 248
S48, °C, ASTM D97 -21
S8 T @ 40 °C, mm2/s, ASTM D445 216
ST E @ 100 °C, mm2/s, ASTM D445 20

& T X4, ASTM D2270 98
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ExxonMobil Marine Limited
Ermyn Way

Leatherhead, Surrey

United Kingdom KT22 8UX

http://www.exxonmobil.com
Due to continual product research and development, the information contained herein is subject to change without notification. Typical Properties may vary

slightly.
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