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Base Oil Viscosity of Greases @ 40 C, mm2/s, AMS 1697 460
Corrosion, Bearing, Rating, ASTM D1743 =2
A&, °C, ASTM D2265 255
Four-Ball Extreme Pressure Test, Weld Load, kgf, ASTM D2596 250
=&, 60X, 0.1 mm, ASTM D217 305
SKF Emcor Rust Test, Distilled Water, ASTM D6138 0,0
Timken, Minimum OK Load, 1b, ASTM D2509 55
Water Washout, Loss @ 79 C, wt%, ASTM D1264 10
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